
 

 

 

 

 

 

 

 

 

 

 

Appendix A-4 

Sulfide Tailings  

 



 

Appendix A-4 
 

 

Bulk geotechnical samples of sulfide tailings were taken at several trench locations for field and 

laboratory testing of mechanical properties.  Field tests included vane shear tests, nuclear density 

tests and laboratory tests performed gradations, plasticity indices, specific gravity, direct shear 

tests. 
 

 

Sulfide Tails Testing 
Description Standard Reference Tests 

Field Moisture/Density ASTM D6938 12 

Laboratory Moisture ASTM D 2216 15 

Plasticity Index ASTM D 4318 15 

Gradation ASTM D 422 15 

Moisture Density Relationship ASTM D 1557 6 

Soil Classification (USCS) ASTM D 2487 15 

Specific Gravity ASTM D 5550 4 

Direct Shear ASTM D 3080 4 

Flexible Wall Hydraulic Conductivity ASTM D 5084 2 

 

 

Sample ID Description 

SST South Sulfide Tails Samples 

NST North Sulfide Tails 

Clay Tails TP North Sulfide Tails borrow pit 

TP-On Ox North VLT oxide tails data presented in chapter 5 

 

 

 

 


































































































